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DENSITY

MPa

Fe-Cr-Mo-C
Fe-Ni-Mo-Cu-C
Fe-Ni-Cu-X-C
(hardened)

Fe-Ni-Cu-Mo-C
Fe-Cr-Mo-X-C
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6,2 6,4 6,6 6,8 7,0 7,2 7,4 7,6 7,8

SINTERED MATERIALS FPM
(FORGED PM-MATERIALS)

OTHER MATERIALS

ALLOYED STEELS

STRUCTURAL STEELS

MALLEABLE STEELS

GREY CAST IRON

Fe-Cu-C  

Fe-Cu-C

Fe-C

Fe-Ni-Cu-C
Fe-P-Cu-C

Fe-Ni-Mo-(Mn)-C
hardened

Fe-Cu-C
Fe-C
hardened

3%Cu

Fe-Cu-C

Fe-Ni-Mo-(Mn)-C

Fe-C

MATERIAL CAPABILITIES


